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1.2067   102Cr6

1.2082   X20Cr13

1.2083   X42Cr13

1.2311   40 CrMnMo 7

1.2312   40 CrMnMoS 8 6

1.2320   60CrMoV10-7 Guss

1.2327   86CrMoV7

1.2333   48CrMoV6-7

1.2343   X38CrMoV5-1

1.2344   X40CrMoV5-1

1.2358   60CrMoV18-5

1.2360   48CrMoV8-1-1

1.2363   X100CrMoV5-1

1.2370   GX100CrMoV5-1

1.2379   X155CrVMo12-1…

1.2382   GX155CrVMo12-1

1.2436   X210CrW12

1.2601   X165 CrMoV12

1.2602   G-X165CrMoV12

1.2714   56NiCrMoV7

1.2738   40CrMnNiMo8-6-4

1.2766   35NiCrMo16

1.2767   X 45 NiCrMo 4

1.2769   G 45CrNiMo4-2 Guss

1.2826   60MnSiCr4

1.2842   90MnCrV8

Werkzeugstahl - tool steel

erreichbare Härte SH in HRC
achievable hardness SH in HRC


